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Certificate of Analysis

Compound Information

Product Name: Ethylene-Vinyl Acetate Copolymer
CAS No.: 24937-78-8

Cat. No.: G9023334

Molecular Formula: No records available

Molecular Weight: No records available

Batch Information

Batch No.: 1183342
Test Date: 2025-06-04
Report Date: 2025-06-05
Retest Date: 2030-11-30
Storage: Store in a cool,dry area.
Origin China
Test Item
Test Specification Result \

vinyl acetate 28 wt. %melt - e o specification
index150 g/10 min P

Conclusion

The product has been tested and complies with the given specifications.

Signature
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